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ABSTRACT: Double-stranded RNA (dsRNA) induces production of
pro-inﬂammatory cytokines in normal human epidermal keratinocytes
(NHEK) by speciﬁc binding to endosomal Toll-like receptor-3
(TLR3). Recently, it has been shown that hyperactivation of TLR3
in psoriatic keratinocytes by dsRNA can occur in the presence of
human antimicrobial peptide (AMP) LL37. Here, we combine
synchrotron X-ray scattering, microscopy, computer simulations, and
measurements of NHEK cytokine production to elucidate a previously
unanticipated form of speciﬁc molecular pattern recognition. LL37 and
similar α-helical AMPs can form pro-inﬂammatory nanocrystalline
complexes with dsRNA that are recognized by TLR3 diﬀerently than
dsRNA alone. dsRNA complexes that activate IL-6 production in
NHEK and those that do not are both able to enter cells and colocalize with TLR3. However, the crystallinity of these AMP-dsRNA complexes, speciﬁcally the geometric spacing between
parallel dsRNA and the repeat number of ordered dsRNA, strongly inﬂuences the level of TLR3 activation. Crystalline
complexes that present dsRNA at a spacing that matches with the steric size of TLR3 can recruit and engage multiple TLR3
receptors, driving receptor clustering and immune ampliﬁcation, whereas crystalline complexes that exhibit poor steric
matching do not. Reverse-transcription quantitative PCR of IL-6 during siRNA knockdown of TLR3 conﬁrms that cytokine
production is due to TLR3: High levels of IL-6 transcription are observed for sterically matched complexes without TLR3
knockdown, whereas such activity is abrogated with TLR3 knockdown.
KEYWORDS: dsRNA, toll-like receptors, psoriasis, antimicrobial peptides, innate immunity
cationic lipids,15 and synthetic polymers16 have also been
reported to bind to dsRNA. However, there is no general
criterion to determine which of these self-assembled dsRNA
complexes induce immune responses and which do not. A
common hypothesis explaining the ability of complexed nucleic
acids to activate endosomal immune receptors is that formation
of aggregates confers increased eﬃciency of endosomal access
and protection from nuclease degradation.17 Although this
model can explain why self-antigens can activate TLRs, it does

T

oll-like receptor-3 (TLR3) recognition of dsRNA is a
fundamental example of molecular recognition.1 Binding of viral double-stranded RNA (dsRNA) to TLR3 in
endosomes triggers downstream NF-kB activation and
production of pro-inﬂammatory cytokines.2,3 Recently, noncoding host-derived dsRNA has also been shown to break
immune tolerance and activate TLR3, but these dsRNAs
require the presence of the antimicrobial peptide (AMP)
LL37.4 In psoriasis, self-dsRNA can form complexes with LL37,
access endosomes, potently activate TLR3 in keratinocytes,5−8
and amplify production of the pro-inﬂammatory cytokines IL-6
and IFN-β,9 thereby exacerbating disease.10 A variety of RNAbinding proteins,11,12 AMPs,13 cell-penetrating peptides,14
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Figure 1. IL-6 production in keratinocytes through TLR3 activation depends on the inter-dsRNA spacing within self-assembled polycationdsRNA electrostatic complexes. (A) Illustration of dsRNA binding to TLR3 from two orthogonal views based on the known crystal structure
of mouse TLR3 (PDB ID: 3CIY).26 (B) Smaller geometric spacings between ordered dsRNA columns (such as in HIV-TAT/dsRNA
complexes) reduce TLR3 activation because they sterically hinder accessibility of dsRNA to the receptors. (C) In contrast, larger geometric
spacings between ordered dsRNA columns (such as in buforin-dsRNA complex) optimize electrostatic interactions with TLR3, leading to
binding of multiple TLR3s simultaneously and ampliﬁcation of the immune response. (D) Representative SAXS data from peptide-dsRNA
complexes that induce strong IL-6 production (buforin-dsRNA, red), and complexes that do not (TAT-dsRNA, black). The TAT-dsRNA
complex forms a 3D hexagonal lattice with a ﬁrst peak position at q100 = 0.217 Å−1 and an approximate inter-dsRNA spacing of a ∼ 2.90 nm.
The buforin-dsRNA complex forms a 2D hexagonal lattice with a ﬁrst peak position at q10 = 0.182 Å−1 and an inter-dsRNA spacing of a ∼ 3.45
nm. All higher order reﬂections are labeled. (E) Normalized fold-increase in IL-6 production by NHEK induced by polycation-dsRNA
complexes. The immune response correlates strongly with the SAXS measurements of their ﬁrst diﬀraction peak positions, which are inversely
proportional to the inter-dsRNA spacing. The distance correlation test for statistical independence is RdCor = 0.371 [0.327, 0.492] (95% CI)
with P = 0.022 (Figure S1A). The MIC nonlinear correlation was MIC = 0.652 [0.414, 0.894] with P < 10−5 (Figure S1B). Inter-dsRNA
spacings corresponding to ﬁrst peak positions q ∼ 1.7−1.9 nm−1 result in ampliﬁed IL-6 production. Wide bars with shading indicate a range
of ﬁrst peak positions for two of the polycation-dsRNA complexes (EF15, LL34) based on SAXS measurements. Narrow bars indicate no
signiﬁcant observable change in ﬁrst peak positions across stoichiometric ratios.

human epidermal keratinocytes (NHEK), which shows that the
ability to access endosomal compartments, a necessary
condition of activation, is not the only determinant for strong
immune activation. What is unanticipated is the discovery
against expectation that TLR3 immune activation depends
strongly on the recognition of crystallinity in dsRNA-AMP
complexes, and that the metrics of crystalline order can
determine immune outcomes. The two major criteria deﬁning
TLR3 activation and ampliﬁcation are (1) the inter-dsRNA
spacing between parallel dsRNA ligands within the dsRNA
complex and (2) the average size (the average number of unit
cells) of ordered crystalline domains within dsRNA complexes.
These criteria, the lattice constant and the domain size,

not explain why some complexes are pro-inﬂammatory while
others are non-inﬂammatory. Recent results on activation of
TLR9 by dsDNA complexes suggest that cooperativity of ligand
binding may be important,18 but it is not clear whether these
results are generalizable. At present, the mechanism for TLR3
activation by polycation-dsRNA complexes is not well understood.
It is not surprising that anionic dsRNA and cationic
molecules can form electrostatic complexes, which have been
studied extensively.19−25 Perhaps a little more surprising is the
observation that polycation-dsRNA complexes that activate IL6 production and those that do not are both able to enter cells
eﬃciently and co-localize with endosomal TLR3 in normal
B
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phases with diﬀerent in-plane symmetries (square lattices,
hexagonal lattices, disordered lattices) and with diﬀerent
spacings between dsRNA (center-to-center distances between
dsRNA). From each structure, we measure the inter-dsRNA
spacing a and the linear domain size L (and the repeat number
m) (Table S1). Details are found in the Supporting
Information.
To assess the level of immune activation induced by each
complex, IL-6 protein production is measured as a quantitative
readout for NHEK activation using ELISA (Table S1). IL-6 is
one of several primary cytokines implicated in the pathogenesis
of psoriasis and frequently serves as a reporter cytokine for
TLR-mediated activation of inﬂammation through NF-kB.
While dendritic cells and T cells are important cell types in the
pathogenesis of psoriasis, keratinocytes have been clearly
implicated as key participants in the immune response to
nucleic acids, including acting as a main source of type 1
interferon production.29 The data shows that some dsRNA
complexes strongly amplify TLR3 activation while others do
not. To investigate the origin of this diﬀerence, we compare the
measured level of IL-6 production with the inter-dsRNA
spacing and unit cell repeat number of each complex for each
set of stoichiometric conditions in our phase diagram. We ﬁnd
that there is a strong relationship between the structure of
polycation-dsRNA immune complexes and their ability to
amplify IL-6 production. Speciﬁcally, immune complexes with
inter-dsRNA spacings much smaller than TLR3 do not activate
strongly (Figure 1B), while complexes with inter-dsRNA
spacings roughly commensurate with the size of TLR3
maximize activation (Figure 1C). We have chosen to illustrate
these diﬀerences by highlighting four prototypical examples of
polycation-dsRNA complexes with varying structures. HIVTAT is a well-characterized cell-penetrating peptide that has
been explored as a nucleic acid transfection reagent and is
known to have strong endosomal access.30,31 Buforin is an
antimicrobial peptide obtained from a histone fragment that is
known to penetrate cell membranes and bind to nucleic
acids.32,33 Spermine is an endogenous polyamine known to be
biologically important in the folding and binding of nucleic
acids to their targets34−36 and is a structural relative of many
cationic polymers used for gene delivery applications. LL37 is a
multifunctional endogenous innate immunity peptide that is
implicated in the pathogenesis of autoimmune disease such as
lupus and psoriasis.17,37,38 It can also form pores in membranes,
enable endosomal access, and has been reported to signal to the
immune system via TLR9.39
From SAXS measurements, the TAT-dsRNA complex forms
a close-packed 3D hexagonal columnar lattice with a ﬁrst peak
position at q100 = 0.217 Å−1 and higher order reﬂections at q001
= 0.271, q110 = 0.384, and q200 = 0.441 Å−1, corresponding to an
inter-dsRNA spacing of a ∼ 2.90 nm, which is much smaller
than the steric size of TLR3 (Figure 1B,D). In contrast, the
structure of the buforin-dsRNA complex is an “open” 2D
hexagonal columnar lattice with a ﬁrst peak position at q10 =
0.182 Å−1 and higher order reﬂections at q11 = 0.314 Å−1, q20 =
0.362 Å−1, and q21 = 0.482 Å−1, corresponding to a larger interdsRNA spacing of a ∼ 3.45 nm that can accommodate the size
of TLR3 (Figure 1C,D). dsRNA complexes based on TAT
induce low levels of IL-6 even though TAT is known to exhibit
pervasive endosomal access in a broad range of cells. In
comparison, dsRNA complexes based on buforin exhibits high
levels of IL-6 production, with the latter inducing an order of
magnitude (∼10×) more IL-6 production than TAT-dsRNA

correspond to two fundamental measures of crystallinity. We
rationalize this behavior using a coarse-grained computational
model and show that TLR3 binding to dsRNA is optimized
when the inter-dsRNA spacings are in an optimum range:
Crystalline complexes that present dsRNA at a spacing wellmatched with the TLR3 steric size can recruit and engage
multiple TLR3 receptors, eﬀectively driving receptor clustering
and immune ampliﬁcation, whereas complexes that exhibit poor
steric matching do not. Our observations are consistent with a
conceptual framework in which activation levels are modulated
by diﬀerent inter-dsRNA spacings and by diﬀerent crystalline
RNA domain sizes in AMP-dsRNA complexes. Importantly,
reverse-transcription quantitative PCR (RTqPCR) of IL-6
during siRNA knockdown of TLR3 conﬁrms that observed
cytokine production is due to TLR3: High levels of IL-6
transcription are observed for sterically matched complexes
without knockdown, whereas abrogation of such activity is
observed for these complexes with TLR3 knockdown. Recent
work on TLR9 has shown that complexes between dsDNA and
polycations at optimal inter-DNA spacings (such as LL37) can
lead to a drastic increase of interferon-α secretion by
plasmacytoid dendritic cells, whereas those at mismatched
spacings do not.18 Taken together with the evidence adduced
here, these cognate observations suggest that AMP-induced
ligand clustering and crystalline ordering can lead to an
unexpected channel of pattern recognition and ampliﬁcation for
TLR responses and a potentially general mode of AMP
immunomodulatory function.

RESULTS AND DISCUSSION
IL-6 Production in Keratinocytes through TLR3
Activation Depends on the Inter-dsRNA Spacing within
Self-Assembled Polycation-dsRNA Electrostatic Complexes. The structural basis of dsRNA binding by TLR3 has
been demonstrated via X-ray crystallography26 (Figure 1A).
dsRNA can bind electrostatically via the anionic phosphate
backbone to cationic portions of TLR3 dimers. Since
complexes of dsRNA and various cationic molecules can lead
to high levels of immune activation,27 we investigate their
structures. The structures of dsRNA complexes with immunologically relevant polycations, many of which are amphiphilic
and impart an additional principle of self-assembly, are largely
unknown. To assess the relationship between keratinocyte
activation and these peptide-dsRNA complexes, we characterized 15 polycation-dsRNA structures with SAXS and
correlated these structures with their ability to activate
NHEK cells. Consistent with the behavior of other electrostatic
complexes composed of nucleic acids,28 the observed structures
do not depend strongly on the global concentration of these
complexes. The structures of these complexes, however, can in
principle change with the composition of the complex. To
mitigate this uncertainty, we solved each individual structure at
three or more diﬀerent polycation-to-dsRNA molar ratios on
both sides of the isoelectric point, the stoichiometry at which
the negative charge of the dsRNA is compensated by the
positive charge of the polycation (typically obtained from the
polycation to dsRNA charge ratio, P/RNA = 1/4, 1/2, 1/1, 2/
1, 4/1). This library of over 50 solved structures, which covers a
large range of physiologically relevant scenarios, is organized
into a “phase diagram” for each type of complex. We ﬁnd that
the self-assembled structures of these dsRNA complexes are
remarkably conserved for a broad range of stoichiometries with
minor exceptions. Typical structures are dsRNA columnar
C

DOI: 10.1021/acsnano.7b05234
ACS Nano XXXX, XXX, XXX−XXX

Article

ACS Nano

possible that small quantitative diﬀerences in the degree of
endosomal access between diﬀerent types of dsRNA-peptide
complexes can inﬂuence the level of the IL-6 response. In
particular, from our previous SAXS experiments with model
membranes, helical AMPs like LL37, CRAMP, and their
mutants exhibit diﬀerent levels of membrane curvature
generating activity due to diﬀerences in charge, hydrophobicity,
and amphipathicity,40 which can alter their intake pathways and
thereby TLR access. Diﬀerential degradation rates of these
peptides in biological environments may also play a role in the
observed variation. In fact, our characterization of the structures
of a cohort of LL37 fragments bound to dsRNA mimics the
distribution of LL37 degradation products likely present in
vivo.41,42
The majority of the characterized polycation-dsRNA
complexes did not exhibit signiﬁcant changes in the ﬁrst-peak
positions across the wide range of tested peptide-to-dsRNA
stoichiometric ratios (and by implication charge ratios),
indicating that most of these structures are robust to changes
in relative stoichiometry. Moreover, the LL37-dsRNA complex
was found to be stable in human serum, which indicates that
the self-assembly process is robust even in the presence of other
proteins. Indeed, this is not unexpected on physics grounds:
Electrostatic self-assembly at physiological conditions favors
binding between components with equal and opposite surface
charge densities due to the resultant maximal entropy gain of
counterion release,43 which is the case for dsRNA and LL37.
However, a small subset of the tested peptide-dsRNA
complexes (EF15 and LL34) exhibited a small shift in their
ﬁrst peak position from a lower to higher q as the peptide-todsRNA charge ratio increased from below the isoelectric point
(P/RNA = 1/4, 1/2) to isoelectric (P/RNA = 1/1) and beyond
(P/RNA = 2/1, 4/1). This behavior indicates that the structure
of the complex is changing with stoichiometry. However, it is
interesting to note that these data points also follow the basic
trend line (Figure 1E).
Potential Relationship between TLR3 Activation and
the Inter-dsRNA Spacing Within dsRNA Complexes. The
potential structural criterion outlined above is an interesting
ﬁnding, given that the prevailing paradigm of immune
activation is that the spatial organization of dsRNA ligands is
not expected to inﬂuence the magnitude of activation. To test
the statistical signiﬁcance of these trends, we construct a null
hypothesis based on the assumption that there is no
relationship between TLR3 activation (as measured by IL-6
secretion) and the inter-dsRNA spacing. The inter-dsRNA
spacings (inversely proportional to ﬁrst-peak position q) and
the magnitude of TLR3 activation are assumed to be two
random variables. The present problem, which involves
nonlinear correlations, dictates that it is necessary to go
beyond the usual linear statistical methods. To this end, we
used the recently developed metric distance correlation
(RdCor)44,45 to quantify the association between our paired
variables without assuming any functional form of the
correlation (e.g., ﬁtting the data parametrically to a function).
By deﬁnition, RdCor takes on values between 0 and 1. RdCor = 0 if
and only if the variables are statistically independent, while
RdCor = 1 if strongly dependent. Using a Monte Carlo
simulation (N = 100,000 sampling iterations), we randomly
sampled the experimental data set of measured IL-6 production
for polycation-dsRNA complexes with the null hypothesis that
there is no correlation between the structure of the complexes
and IL-6 activation. We ﬁnd that the distance correlation

complexes (Figure 1E). SAXS measurements show that
spermine-dsRNA complexes form tightly packed hexagonal
columnar arrays, corresponding to an inter-dsRNA spacing of a
∼ 2.69 nm (Figure 2A,B). In contrast, LL37-dsRNA complexes

Figure 2. Diﬀerences in structure of polycation-dsRNA complexes
predict their abilities to amplify cytokine production. Ordered
dsRNA columnar complexes have diverse structures with varying
inter-dsRNA spacings. The presentation of “open” dsRNA
complexes with spacings commensurate with the steric size of
TLR3 (a = 3.3−3.7 nm) highly amplify IL-6 production in NHEK,
while “closed” dsRNA complexes with spacings smaller than the
steric size of TLR3 (d < 3.2 nm) result in reduced TLR3 activation
and IL-6 production. (A) Representative SAXS data of spermine
and LL37-dsRNA complexes. LL37-dsRNA complexes induce ∼5×
the IL-6 production from NHEK compared to spermine-dsRNA
complexes. Spermine-dsRNA complexes (blue) form a 2D
hexagonal columnar phase with a ﬁrst peak position at q10 =
0.234 Å−1, corresponding to an inter-dsRNA spacing of a = 2.69 nm
(B). All higher order reﬂections of the spermine-dsRNA complex
are labeled with their Miller indices. In comparison, the LL37dsRNA complexes (brown) form a disordered columnar phase with
a ﬁrst peak position at q1 = 0.173 Å−1 and an average inter-dsRNA
spacing of a = 3.63 nm (C). This diﬀerence in inter-dsRNA spacing
drastically changes the ability of the complex to activate TLR3, as
observed in Figure 1E.

exhibited a single diﬀraction peak at q 1 = 0.173 Å −1
corresponding to an average inter-dsRNA spacing of 3.63 nm,
consistent with an “open” disordered columnar complex
(Figure 2A,C). Like buforin, LL37-dsRNA complexes induce
high levels of IL-6 production from NHEK, consistent with
prior experimental observations,27 but spermine-dsRNA
complexes, like TAT-dsRNA complexes, do not. Quantitatively,
complexes based on LL37 induce ∼5× more IL-6 from NHEK
than those based on spermine. The disparity between IL-6
expression levels induced by LL37- and buforin-dsRNA with
those induced by TAT- and spermine-dsRNA complexes
illustrate two distinct families of structures that diﬀerentially
predict immune activation (Figures 1B,C and 2C). In fact, our
immune activation data for the 15 diﬀerent dsRNA complexes
suggest that the measured inter-dsRNA spacings in these
complexes correlate strongly with TLR3 activation (Figure 1E).
Generally, we observed that complexes with ﬁrst peak positions
∼1.7−1.9 nm−1 strongly activated TLR3, while those outside
this range had reduced abilities to activate TLR3. We note that
although most complexes follow the trend line, a small subset
of complexes appears to deviate slightly. This is not surprising
given the complex nature of TLR activation: For example, it is
D
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Figure 3. Cytokine-inducing polycation-dsRNA complexes activate NHEK via TLR3. NHEK were stimulated for 4 h with biotinylated
poly(I:C) complexed with either IL-6-amplifying LL37 or non-IL-6-amplifying HIV-TAT and spermine. Cells were ﬁxed in 4% PFA for 10 min
and then incubated with rabbit anti-TLR3. After washing, AlexaFluor 488-labeled streptavidin was used to visualize poly(I:C), and 576-labeled
antirabbit secondary antibody was used to visualize TLR3. Cell nuclei were stained with DAPI. Cells were imaged using an Olympus BX41
microscope. (A) We observe strong co-localization between TLR3 (red) and polycation-dsRNA complexes (green) within NHEK (white
arrows indicate overlap). Both IL-6-amplifying and non-IL-6-amplifying polycation-dsRNA complexes co-localize with TLR3, indicating that
endosomal access is a necessary but not suﬃcient criterion for high levels of cytokine production. (B) RTqPCR of IL-6 transcripts during
siRNA knockdown of TLR3 conﬁrms that TLR3 activation by strongly activating polycation-dsRNA complexes are predominantly responsible
for IL-6 production. The buforin-poly(I:C), Peptide 2-Poly(I:C), and LL37-poly(I:C) complexes all demonstrate statistically signiﬁcant
reduction in IL-6 production in the presence of siTLR3 compared to control siRNA (p* < 0.05 for dsRNA only, p*** < 0.001 for buforindsRNA, p** < 0.01 for Peptide 2-dsRNA, p* < 0.05 for LL37-dsRNA). Data are shown relative to expression of the GAPDH housekeeping
gene. (C) Data showing successful knockdown of TLR3 in NHEK using siTLR3 (p < 0.001). Pairwise two-tailed t tests were used to analyze
siRNA knockdowns in both (B) and (C) (error bars show mean ± SEM, n = 3).

activate TLR3 speciﬁcally, we carried out ﬂuorescence
microscopy experiments and RTqPCR experiments with
NHEK. We tested one IL-6 amplifying complex (LL37) and
two nonamplifying complexes (TAT and spermine). From
microscopy studies of prototypical examples of dsRNApolycation complexes, we ﬁnd that dsRNA complexes that
amplify NHEK production of IL-6 and those that do not both
enter cells and co-localize with TLR3 (Figure 3A). Interestingly, LL37-dsRNA, TAT-dsRNA, and spermine-dsRNA all
enter NHEK cells and apparently bind to TLR3. However, only
LL37-dsRNA complexes seem to amplify cytokine production,
while the other complexes do not. These results suggest that
internalization and access to immune cells, while clearly
important to be sure, do not by themselves explain diﬀerences
in levels of immune activation. Entry and binding to TLR3 are
necessary but not suﬃcient for immune ampliﬁcation. Rather,
the inter-dsRNA spacing appears to play an important role also.
To conﬁrm that the cytokine production is indeed speciﬁcally
due to TLR3, we conducted RTqPCR of IL-6 during siRNA
knockdown of TLR3 in the presence and absence of the
complexes. We observe high levels of IL-6 transcription for IL6-amplifying LL37-dsRNA, Peptide 2-dsRNA, and buforindsRNA complexes without knockdown and the abrogation of
such activity with TLR3 knockdown, suggesting that activation
of TLR3 by these complexes directly leads to cytokine

between the inter-dsRNA spacing and TLR3 activation is RdCor
= 0.371 [0.327, 0.492] with P = 0.022 at a 95% signiﬁcance
level of α = 0.05 (Figure S1A), indicating a likely relationship
between TLR3 activation and inter-dsRNA spacing. To test this
ﬁnding further, we also calculated the recently developed
maximal information coeﬃcient (MIC), which nonparametrically measures the strength of the nonlinear association
between paired variables.46 Like dCor, MIC takes on values
between 0 and 1. MIC values close to 0 indicate statistical
independence, while values near 1 indicate a strong functional
relationship. Using a similar Monte Carlo simulation (N =
100,000), we conducted a null-hypothesis signiﬁcance test
using MIC.47 The MIC correlation between inter-dsRNA
spacing and TLR3 activation was MIC = 0.652 [0.414, 0.894]
with P < 10−5 at a 95% signiﬁcance level of α = 0.05 (Figure
S1B). Taken together, these two results suggest that the null
hypothesis is highly unlikely and that there is clearly a
statistically signiﬁcant nonlinear relationship between TLR3
activation and the inter-RNA spacings of self-assembled RNA
complexes.
Cytokine-Inducing Polycation-dsRNA Complexes Activate NHEK via TLR3. From the data in Figure 1E, we
observed that IL-6 amplifying and non-IL-6-amplifying
molecules activate TLR3 to varying degrees. To assay whether
polycation-dsRNA complexes indeed co-localize with and
E
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Figure 4. Coarse-grained model of TLR3 binding to dsRNA bundles exhibits dependence on inter-dsRNA spacing and repeat number in
agreement with experimental observations. (A) Schematic depicting the crystallinity parameters of an example peptide-dsRNA complex. The
inter-dsRNA spacing, ﬁrst peak position, domain size, and repeat number are deﬁned. (B) Contour plot of the fraction of active TLR3
receptors fA as a function of the repeat number m (e.g., number of dsRNA rods per cluster) and the ﬁrst peak position q, which is inversely
c
proportional to the inter-dsRNA spacing (a = 2π/q). For this snapshot, the prefactor was chosen as C* = l ρRNA = 10−2, with interaction energy
TLR

ε* = 2kBT. The TLR3-dsRNA interaction model was used with the backbone electrostatic interaction magnitude B = 30kBT nm and the steric
size of TLR3 σ = 4.4 nm, which is wider than TLR9 due to a larger opening angle. High levels of TLR3 binding and TLR3 activation are
denoted in orange, and low levels of binding and TLR3 activation are denoted in yellow to blue. We observe that maximal activation occurs at
inter-dsRNA spacings corresponding to ﬁrst-peak positions q = 2π/a between q ∼ 1.7−1.9 nm−1 (∼3.3−3.7 nm), but this region expands as
repeat number increases. Inter-dsRNA spacings that are much smaller than the steric size of TLR3 do not lead to increased activation (q > 2.0
nm−1) due to steric repulsion between adjacent receptors and dsRNA rods. (C) To compare the theoretical prediction of TLR3 activation to
the experimental data for the 15 characterized complexes, we calculate the fraction of active TLR3 fA using the parameters q and m from Table
S1 and SI eq 3. We ﬁnd good quantitative agreement between the theoretical prediction of active TLR3 (left vertical axis, black) and measured
IL-6 production from NHEK (right vertical axis, red) for experimentally measured q and m (Figure 1E). The vertical axes are rescaled for
consistency. To guide the eye, the black line denotes the theoretical curve from SI eq 3 calculated for m = 6. (D) Grand canonical Monte
Carlo simulations of TLR3 binding to crystalline lattices of dsRNA recapitulate features observed in the theoretical model and experimental
data. The fraction of active TLR3 receptors ( fA) is plotted against the ﬁrst peak position q at the cluster size m = 4 for interaction energies ε*
= 3 kBT, 4 kBT, and 5 kBT. The interaction parameters are the same as above (B).

Observations. To investigate TLR3 interactions with ordered
dsRNA immune complexes, we developed a coarse-grained
theoretical model, which aims to predict the fraction of ligandbound, active TLR3 receptors fA(q, m) as a function of the
crystallinity parameters q = 2π/a (where a is the inter-dsRNA
spacing) and m (repeat number of dsRNA in the complex)
(Figure 4A). Experimentally, the repeat number m is calculated
from the linear domain size L (see Supporting Information).
The dsRNA complex/TLR3 system is cognate to the dsDNA
complex/TLR9 system, which we have previously engaged.18,48
Based on crystallography data, TLR326 has a larger opening
angle compared to TLR9.49 Therefore, we predict that the
optimal lattice spacing resulting in maximal TLR3 activation
will be larger for dsRNA-peptide complexes compared to
dsDNA-peptide complexes. The dsRNA complexes exhibit
diﬀerent domain sizes, which aﬀords us the opportunity to
explicitly take into consideration the eﬀect of varying the repeat

production (Figure 3B) (p* < 0.05 for dsRNA only, p*** <
0.001 for buforin-dsRNA, p** < 0.01 for Peptide 2-dsRNA, p*
< 0.05 for LL37-dsRNA). To conﬁrm that the siTLR3 indeed
knocked down TLR3 expression, we also measured TLR3
expression via RTqPCR (Figure 3C) (p < 0.001). Although it is
generally recognized that siRNA knockdown is not always
completely eﬃcient, we observe signiﬁcant knockdown of IL-6
transcription. We note that it is possible that some residual IL-6
production may be present due to endosomal escape and
activation of the cytoplasmic MAVS signaling pathway by
dsRNA complexes. In summary, IL-6 induction by polycationdsRNA complexes is mediated at least in part by TLR3, and
maximally inducing complexes exhibit similar degrees of
endosomal access as nonamplifying complexes.
Coarse-Grained Model of TLR3 Binding to RNA
Bundles Exhibits Dependence on Inter-dsRNA Spacing
and Repeat Number in Agreement with Experimental
F
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repeats m can signiﬁcantly activate due to strong multivalency
and resultant “superselective” eﬀects.50,51 Interestingly, at
spacings slightly larger than the steric size, a large m can
compensate for reduced eﬀective binding energy between
sterically mismatched dsRNA ligands and TLR3 (Figure S3B),
while at spacings smaller than the steric size this is not possible.
These observations suggest that the elastic response of dsRNAAMP nanocrystals to deformations can inﬂuence binding to
TLR3 and thereby immune activation. For spacings much
larger or smaller than the TLR3 size, we observe a sharp drop
in number of bound TLR3. This trend is reﬂected in the
experimental data: Polycation-dsRNA clusters with small interdsDRNA spacings (q > 2.0 nm−1) like HIV-TAT and spermine
cannot potentiate TLR3 activation despite having a large
domain size (L ∼ 17 nm for both TAT and spermine). In
contrast, buforin-dsRNA and LL37-dsRNA complexes have
quite diﬀerent domain sizes and number of repeats, but since
both have ideal inter-dsRNA spacing, they both activate NHEK.
The buforin complex has a larger repeat number m than the
LL37 complex (Table S1), explaining the higher relative levels
of IL-6 induction by buforin-dsRNA. Indeed, in Figure 4C, we
show that the fraction of active TLR3 receptors fA can be
predicted from both the experimentally measured inter-dsRNA
spacing and the repeat number m and that there is good
correspondence between the model (black) and experimentally
measured IL-6 secretion (red, data reproduced from Figure
1E).
To understand how the fraction of activated TLR3 depends
on the crystallinity of TLR3-AMP complexes, we conducted
coarse-grained Grand canonical Monte Carlo simulations on
TLR3-dsRNA binding (details in Supporting Information). The
fraction of bound and activated TLR3 receptors fA for multiple
dsRNA-AMP complexes with varying inter-dsRNA spacings a is
calculated. In Figure 4D, simulation results for fA vs q = 2π/a
are shown for cluster size m = 4. For an interaction energy of ε*
= 3 kBT, the fraction of active TLR3 is maximized for
complexes with ﬁrst-order diﬀraction peaks near q ∼ 1.85 nm−1,
which agrees well with experiment. A simulation snapshot of
the dsRNA-TLR3 system near this corresponding optimal a
spacing (such as for LL37-dsRNA) is shown in Figure S4. For
interaction energies of ε* = 4 kBT and 5 kBT, the dependence
of fA on q is weaker, but activation is still maximized at a
comparable inter-dsRNA spacing. Note that the optimal
spacing observed here is slightly larger than that of the cognate
TLR9 system, due to geometric diﬀerences in size between
TLR3 and TLR9. Comparison to experiment (Figures 1E and
4C) indicates that an interaction energy of ε*= 3 kBT is
appropriate. The results also show that TLR3 binding and
activation are more permissive for complexes with spacings that
are sterically larger than the receptor than complexes with
spacings that are smaller, in qualitative agreement with both the
theoretical model and experiments.
The theoretical and simulation models address two limiting
regimes of behavior: The former calculates TLR3 activation in a
system where the total activation is limited by the number of
available TLR3, whereas the latter assumes that the number of
available TLR3 is large and the limiting constraint is the
concentration of dsRNA-peptide complexes. The fact that we
observe consistent behavior in these two limiting cases of TLR3
saturation and excess gives us conﬁdence that we can address
the basic aspects of the observed phenomenon with these
simple models. Taken together, the dependence on the interdsRNA spacing, on the domain size and repeat number of

number of polycation-dsRNA complexes on TLR3 activation,
in addition to the inter-dsRNA spacing. We also take into
account the variable strength of the TLR3-dsRNA backbone
interactions and explicitly include the density of TLR3 in the
endosome and average dsRNA length. To do this, we use a
Langmuir-like approach and assume that there are k possible
binding sites for TLR3 receptors on each dsRNA cluster (i.e., k
is the maximum number of TLR3 receptors that can bind to
each peptide-dsRNA cluster), with all binding sites identical
and independent. The number k is determined by the repeat
number m and the individual dsRNA length. Here, the TLR3
receptor molecules interact only through the hard-core
excluded volume interaction forbidding their overlap. The
total number of bound TLR3 is given by a Langmuir isotherm:
nB = k

(1 − fA )e−ε(a)/ kBT
1 + (1 − fA )e−ε(a)/ kBT

The single TLR3 binding free energy ε(a) = ΔG + μTLR +
2U(a) includes three terms. The backbone electrostatic
interaction U(a) varies with the lattice spacing a due to the
presence of adjacent anionic dsRNA rods in the nanocrystalline
cluster.18 U(a) is characterized by two parameters: B, the
magnitude of the screened electrostatic interactions, and σ, the
steric length scale associated with the size of TLR3 receptors.
The functional form of U and the realistic values of the
parameters are given in the Supporting Information (eq SI 5).
The ﬁrst two terms in the expression for the binding free
energy, ε* = ΔG + μTLR do not depend on crystallinity and are
treated as a constant parameter. Here ΔG is the “pure” TLR3dsRNA Gibbs interaction free energy, and μTLR is the
activation-independent part of the chemical potential of
TLR3 in the endosomal membrane. The part of the chemical
potential that depends on the fraction fA of activated (bound)
receptors is included explicitly in the theory and results in the
prefactors (1 − fA) in the above expression nB for the number of
bound TLR3. Note that in our model we explicitly consider
receptor depletion: more bound TLR3 leads to fewer available
TLR3, increasing the cost of recruitment. The fraction of all
nN
active receptors is fA = Nb totc , with Nc the average number of
clusters on the membrane and Ntot the total number of TLR3
receptors. Assuming equilibrium between clusters in solution
and those adsorbed to a membrane, we can determine fA using
a self-consistent relationship from multivalent adsorption
theory18,50,51 (see SI eq 3).
In Figure 4B, we present a contour plot of the fraction of
active TLR3 receptors fA (and predicted immune activation
proﬁle) as a function of the ﬁrst peak position q and the repeat
number m (a contour plot showing the fraction of active TLR3
receptors as a function of the interaction strength ε and repeat
number m is found in Figure S2). We assume that fA is a good
proxy for TLR3 activation and IL-6 production, with a larger
fraction of active receptors correlating with increased immune
activation and cytokine secretion. Using the approximate model
here, a strong dependence on the inter-dsRNA spacing is
observed. Moreover, a dependence on the repeat number m is
also clearly observed. At larger m, dsRNA complexes with a
broader range of inter-dsRNA spacings can maximally activate
TLR3, while at smaller m, a narrower range of spacing is
allowed (Figure S3A). At an inter-dsRNA spacing that is highly
commensurate (well-matched) with the steric size of TLR3,
even relatively small ligand clusters with a low number of
G
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Figure 5. Superselective binding of TLR3 to polycation-dsRNA complexes occurs only at inter-dsRNA spacings commensurate with the steric
size of TLR3. This schematic demonstrates the drastic diﬀerences in TLR3 binding and activation as the inter-dsRNA spacing is varied from
“close-packed” to “open”. This is a top-down view of mobile TLR3 receptors (red and blue) in the endosomal membrane binding to clustered
dsRNA ligands (gray). Spermine-dsRNA complexes with tightly packed dsRNA rods do not allow for steric access of TLR3 paddles between
rods. LL37-dsRNA complexes have optimal inter-dsRNA spacings well-matched to the width of the TLR3 paddles, which drives TLR3
receptor recruitment and clustering and drastically ampliﬁes immune activation. “Wide-packed” lysozyme-dsRNA complexes can
accommodate TLR3 binding and activation, but loss of multivalency between adjacent dsRNA rods due to reduced backbone interactions
leads to a lower density of TLR3 binding.

MATERIALS AND METHODS

dsRNA ordering, the residual ability of complexes with
sterically larger dsRNA spacings to activate (especially with
larger numbers of unit cells), and the inability of complexes
with sterically smaller dsRNA spacings to activate strongly
suggest that the crystallinity of the dsRNA complex can
structurally inﬂuence TLR3 activation signiﬁcantly (Figure 5).

Preparation of Self-Assembled Polycation-dsRNA Complexes. Lyophilized cationic peptides LL37 (LLGDFFRKSKEKIGKEFKRIVQRIKDFLRNLVPRTES), buforin
(TRSSRAGLQFPVGRVHRLLRK), CRAMP (GLLRKGGEKIGEKLKKIGQKIKNFFQKLVPQPEQ), and HIV-TAT (47−57,
YGRKKRRQRRR) were purchased from Anaspec or Genemed
Synthesis Inc. (≥95% purity by HPLC). The following cationic
peptides were also custom synthesized (LifeTein, ≥ 95% purity by
HPLC): GD35 (GDFFRKSKEKIGKEFKRIVQRIKDFLRNLVPRTES), LL34 (LLGDFFRKSKEKIGKEFKRIVQRIKDFLRNLVPR), LL30 (LLGDFFRKSKEKIGKEFKRIVQRIKDFLRN), KR20 (KRIVQRIKDFLRNLVPRTES), EF15 (EFKRIVQRIKDFLRN), Peptide 1, and Peptide 2. Other polycationic
agents used include human lysozyme, polylysine (MW ∼ 70,000),
spermine, and protamine sulfate (Sigma-Aldrich). All cationic agents
were dissolved in nuclease-free water (Ambion) to 10 mg/mL. For
SAXS and cell experiments, poly(I:C) (high molecular weight) and
poly(A:U) (Invivogen) were directly resuspended in physiological
buﬀer (100 mM NaCl + 10 mM HEPES, pH 7.4) to 5 mg/mL.
Polycation-dsRNA complexes were formed by incubating the peptide
with dsRNA (1−5 mg/mL for SAXS experiments, 10−20 μg/mL for
cell experiments) at speciﬁc peptide-to-RNA charge ratios (P/RNA =
1/4, 1/2, 1/1, 2/1, 4/1). For a speciﬁc cationic reagent, the same
charge ratios were used in both SAXS and cell experiments.
SAXS Experiments and Data Analysis. We mapped out the
structural phase diagrams of peptide-dsRNA complexes by incubating
peptides (10 mg/mL) with dsRNA (5 mg/mL) at speciﬁc charge
ratios in microcentrifuge tubes as described above. After thorough
mixing and centrifugation, precipitated complexes are hermetically
sealed in 1.5 mm quartz capillaries (Hilgenberg GmbH, Mark-tubes).
SAXS experiments were performed at Stanford Synchrotron Radiation
Lightsource (SSRL, Beamline 4−2) using monochromatic X-rays with
an energy of 9 keV. A Rayonix MX225-HE detector (pixel size 73.2
μm) was used to measure the scattered radiation. Independent
identical samples were prepared and measured over multiple time
points to ensure consistency. 2D powder diﬀraction patterns were
integrated using the Nika 1.7454 package for Igor Pro 6.37 and
FIT2D.55 SAXS data were analyzed by plotting integrated scattering

CONCLUSIONS AND PROSPECTS
In summary, we demonstrate that the presentation of ordered
lattices of dsRNA leads to ampliﬁcation of TLR3 mediated IL-6
cytokine production in NEHKs. As it was recently shown that
the presentation of ordered crystalline lattices of dsDNA leads
to ampliﬁcation of TLR9-mediated interferon-α secretion in
plasmacytoid dendritic cells, it suggests that these may not be
unrelated phenomena.18,52,53 (It will be interesting to examine
whether any other pro-inﬂammatory cytokines or cell types also
exhibit similar ampliﬁcation mechanisms.) These results suggest
a general picture in which immune signaling can be strongly
inﬂuenced by AMP-immune ligand interactions. The resultant
“ligand clustering” can in principle drive receptor clustering.
The data here suggest that cationic proteins, peptides, or other
cationic agents less than ∼0.5 nm in size or much greater than
∼3 nm in size do not signiﬁcantly activate TLR3, since steric
constraints will prevent the crystalline dsRNA rods from
eﬀectively recruiting TLR3. It is evident that immune
modulation is complex and multifactorial. Quantitative diﬀerences in the degree of endosomal access between diﬀerent
types of dsRNA-peptide complexes can inﬂuence the level of
TLR3 response in a manner independent of the nanocrystalline
multivalent binding model. What is also equally clear is that
AMPs can organize dsRNA into nanocrystalline structures
recognizable by TLR3 and that the quantitative degree of
immune activation is strongly inﬂuenced by crystalline
parameters such as the interligand spacing and the domain
size of the ordering.
H
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intensity against the momentum transfer q using Mathematica. Peak
positions were measured by ﬁtting diﬀraction peaks to a Lorentzian.
Structures of complexes were solved by calculating ratios between the
q-positions of all measured peaks and comparing them with the
permitted reﬂections for known liquid-crystalline phases. The lattice
parameter(s) of each phase were calculated by linear regression
through points corresponding to measured and theoretical peaks. The
lattice parameter a indicates the inter-dsRNA spacing between RNA
columns. For each complex, the inter-dsRNA spacing a is estimated
from the ﬁrst peak position by the formula a = 2π/q1.
To determine the phase and lattice parameters for each nanocrystalline complex, we measure the q peak positions and relate them
to the Miller indices for powdered averaged phases. qhk =
for square columnar lattices, qhk =

2π
a

4 2
(h
3

2π
a

treated with polycationic agent/peptide (10 ug/mL) or vehicle control
mixed with poly(I:C) (0.3 ug/mL) for 6 h (RTqPCR) and 18 h
(ELISA). IL-6 protein volume using supernatant for NHEKs after
indicated stimulation were measured by human IL-6 ELISA kit (R&D
systems, Minneapolis, MN) per manufacturer’s protocol. All
stimulation experiments were done in triplicate. IL-6 release for each
polycation-dsRNA complex was normalized relative to control
stimulation and reported in Table S1.
NHEK Immunoﬂuorostaining Experiments. NHEKs were
grown on 8-well chamber slides (Thermo Fisher Scientiﬁc, Waltham,
MA, USA). NHEKs were stimulated with biotinylated poly(I:C)
(Invivogen, San Diego, CA, USA) with LL37 (Genemed Synthesis),
HIV-TAT, or Spermine for 4 h. Then NHEK was ﬁxed in 4% PFA for
10 min prior to immunoﬂuorescence staining. Fixed and permeabilized
cells were incubated with anti-TLR3 antibody (ab137722, abcam,
Cambridge, MA, USA), followed by streptavidin-conjugated AlexaFluor 488 (Thermo Fisher Scientiﬁc) and 576-coupled antirabbit
secondary antibody (Thermo Fisher Scientiﬁc). Nuclei were counterstained with DAPI. All images were taken with an Olympus BX41
microscope.
Statistical Analyses. Bootstrapping calculations to compute
conﬁdence intervals and P-values were done using the distance
correlation function in the “energy” package in R. MIC bootstrapping
calculations were done using the “minerva” package in R. We tested
the relationship between the inter-dsRNA spacing and cytokine
production by conducting a null hypothesis signiﬁcance test with a
signiﬁcance level of α = 0.05. Analysis of RTqPCR siRNA knockdown
data was done in Mathematica using pairwise two-tailed t tests with a
signiﬁcance level of α = 0.05.

h2 + k 2

+ k 2 + hk) for

2π

hexagonal columnar lattices, and q1 = a for disordered columnar
lattices. Square and hexagonal lattices were assigned based on ﬁtting
the measured q positions to the above equations. Typical square
lattices will have reﬂections at q10 and q11 with a ratio of 1:√2. In
contrast, typical hexagonal lattices will have reﬂections at q10, q11, and
q20 with a ratio of 1:√3:2. Procedures to assign these liquid-crystalline
phases are similar to those found here.23
In addition to quantifying the lattice parameters and inter-dsRNA
spacings in each complex, we also measured average domain size L of
each complex. From that value, we extracted the number of repeat
units m in each complex. To obtain the domain size, we approximated
the structure factor peaks as squared-Lorentzians. Comparing Gaussian
and squared-Lorentzian lineshapes, the Lorentzian line shape yielded
the best ﬁt for all of the complexes. The form of the equation used for
the ﬁt was

w

S(q) =

(
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where q0 is the location of the peak and w is the peak width.18 The
experimental SAXS data were background subtracted, and the ﬁrst
peak for each complex was ﬁtted using nonlinear least-squares
regression in Mathematica. The extracted value for peak width w can
be related to the average linear domain size L using Warren’s
approximation.56 For the squared-Lorentzian line shape, the domain
size is related to w via the equation:57

L=

(8π )1/2
w
2

We assume that a typical bundle has an area proportional to L2. To
calculate the number of repeat units in each complex m, we estimated
this by dividing the linear domain size L by the measured inter-dsRNA
spacings a (m = L/a). The resulting values for L and m for each liquidcrystalline complex are reported in Table S1.
Reverse Transcription-Quantitative PCR (RTqPCR) Analyses.
Control siRNA and TLR3 siRNA were purchased from Dharmacon.
During each keratinocyte stimulation, 5 nM of each siRNA was
electroporated into NHEKs as described previously.58 Total cellular
RNA was extracted using the PureLink RNA isolation kit, and RNA
was reverse transcribed to cDNA using iScript cDNA synthesis kit
(Biorad). Quantitative, real-time PCR was performed on the CFX96
real time system (Biorad) using TaqMan Gene Expression Master Mix.
The expression of GAPDH gene was used as a house keeping gene to
normalize data in human cells. Speciﬁc primer sequences are shown in
Table S2 in the Supporting Information.
Keratinocyte Stimulation Experiments. Primary neonatal
human epidermal keratinocytes (NHEKs) were purchased from
Invitrogen. NHEKs were grown in serum-free EpiLife medium
supplemented with 0.06 mM CaCl2, EpiLife deﬁned growth
supplements (EDGS) (Invitrogen), and antibiotics, and passage 4−6
cells were used for experiment. Cells at 60%−80% conﬂuence were
starved overnight without EDGS prior to treatment. NHEKs were
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